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Sensor Packaging and Evaluation
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Results and Discussion
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Objective
Develop ChemFET-type sensors based on arrays of Silicon Nanowires in a 
Vertical Array with a Porous top electrode (SiN-VAPOR*) for selective detection 
of vapors, including trace explosives, TICs, and pesticides
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